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Type Drill hole diameter Min. drill hole depth Mortar volume in scale units 
shown on the cartridge labels‘ 

corresponding scala

Anchor
per cartridge FIS HB 345 S *)

[mm] [mm]

FHB II-A S M10 x 60 10 75 3 56
FHB II-A S M10 x 75 10 90 4 42
FHB II-A S M12 x 75 12 90 4 42
FHB II-A S M16 x 95 16 110 8 21
FHB II-A S M20 x 170 25 190 26 6
FHB II-A S M24 x 170 25 190 26 6

*) max. number with one static mixer

FILLING QUANTITIES

ACCESSORIES

Centring▪wedge Machine▪setting▪tool▪RA-SDS

Fits Sales unit
Item Art.-No. [pcs]

Centring wedge 093076  for overhead installations 10
RA-SDS 062420  Adapter suitable fits set screw 1

Cracked concrete Non-cracked concrete
Type Effective 

anchorage 
depth

minimum 
member 

thickness

Installation 
torque

Permissible 
tensile load

Permissible 
shear load

Min.
spacing

Min.
edge 

distance

Permissible 
tensile load

Permissible 
shear load

Min.
spacing

Min.
edge 

distance
hef hmin Tinst Nperm

3) Vperm
3) smin

2) cmin
2) Nperm

3) Vperm
3) smin

2) cmin
2)

[mm] [mm] [Nm] [kN] [kN] [mm] [mm] [kN] [kN] [mm] [mm]

FHB II-A S M10x60 60 100 15,0 8,0 11,3 40 40 11,2 11,3 40 40
FHB II-A S M10x75 75 120 15,0 11,1 11,3 40 40 12,0 11,3 40 40
FHB II-A S M12x75 75 120 30,0 11,1 15,6 40 40 15,6 15,6 40 40
FHB II-A S M16x95 95 150 50,0 15,9 29,0 50 50 22,3 29,0 50 50
FHB II-A S M20x170 170 240 100,0 38,0 45,9 80 80 53,3 45,9 80 80
FHB II-A S M24x170 170 240 100,0 38,0 65,3 80 80 53,3 65,3 80 80

Highbond anchor FHB II
Highest permissible loads for a single anchor1)▪5)▪6)▪in▪concrete▪C20/254)

For▪the▪design▪the▪complete▪approval▪ETA▪-▪05/0164▪has▪to▪be▪considered.

1) The partial safety factors for material resistance as regulated in the approval as well as a partial 
safety factor for load actions of γL = 1,4 are considered. As an single anchor counts e.g. an an-
chor with a spacing s ≥ 3 x hef and an edge distance c ≥ 1,5 x hef. Accurate data see approval.

2) Minimum possible axial spacings resp. edge distance while reducing the permissible load.
3) For combinations of tensile loads, shear loads, bending moments as well as reduced edge 

distances or spacings (anchor groups) see approval.

4) For higher concrete strength classes up to C50/60 higher permissible loads may be possible.
5) Valid for injection mortar FIS HB. For using the glass capsule FHP II-P or FHP II-PF see approval.
6) The given loads are valid for fixations in dry and humid concrete for temperatures in the substrate 

up to +50°C (resp. short term up to 80°C) and best possible drillhole cleaning according approval.
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Highbond anchor FHB II-A S
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Cracked concrete Non-cracked concrete
Type Effective 

anchorage 
depth

Minimum 
member 

thickness

Installation 
torque

Permissible 
tensile load

Permissible 
shear load

Min.
spacing

Min.
edge 

distance

Permissible 
tensile load

Permissible 
shear load

Min.
spacing

Min.
edge 

distance
hef hmin Tinst Nperm

3) Vperm
3) smin

2) cmin
2) Nperm

3) Vperm
3) smin

2) cmin
2)

[mm] [mm] [Nm] [kN] [kN] [mm] [mm] [kN] [kN] [mm] [mm]

FHB II-A S M10x60 A4 60 100 15,0 8,0 13,8 40 40 11,2 13,8 40 40
FHB II-A S M10x75 A4 75 120 15,0 11,1 13,8 40 40 12,0 13,8 40 40
FHB II-A S M12x75 A4 75 120 30,0 11,1 19,3 40 40 15,6 19,3 40 40
FHB II-A S M16x95 A4 95 150 50,0 15,9 31,7 50 50 22,3 35,8 50 50
FHB II-A S M20x170 A4 170 240 100,0 38,0 55,9 80 80 53,3 55,9 80 80
FHB II-A S M24x170 A4 170 240 100,0 38,0 71,1 80 80 53,3 71,1 80 80

Highbond anchor FHB II A4
Highest permissible loads for a single anchor1)▪5)▪6)▪in▪concrete▪C20/254)

For▪the▪design▪the▪complete▪approval▪ETA▪-▪05/0164▪has▪to▪be▪considered.

1) The partial safety factors for material resistance as regulated in the approval as well as a partial 
safety factor for load actions of γL = 1,4 are considered. As an single anchor counts e.g. an an-
chor with a spacing s ≥ 3 x hef and an edge distance c ≥ 1,5 x hef. Accurate data see approval.

2) Minimum possible axial spacings resp. edge distance while reducing the permissible load.
3) For combinations of tensile loads, shear loads, bending moments as well as reduced edge 

distances or spacings (anchor groups) see approval.

4) For higher concrete strength classes up to C50/60 higher permissible loads may be possible.
5) Valid for injection mortar FIS HB. For using the glass capsule FHP II-P or FHP II-PF see approval.
6) The given loads are valid for fixations in dry and humid concrete for temperatures in the substrate 

up to +50°C (resp. short term up to 80°C) and best possible drillhole cleaning according approval.

LOADS

Cracked concrete Non-cracked concrete
Type Effective 

anchorage 
depth

Minimum 
member 

thickness

Installation 
torque

Permissible 
tensile load

Permissible 
shear load

Min.
spacing

Min.
edge 

distance

Permissible 
tensile load

Permissible 
shear load

Min.
spacing

Min.
edge 

distance
hef hmin Tinst Nperm

3) Vperm
3) smin

2) cmin
2) Nperm

3) Vperm
3) smin

2) cmin
2)

[mm] [mm] [Nm] [kN] [kN] [mm] [mm] [kN] [kN] [mm] [mm]

FHB II-A S M10x60 C 60 100 15,0 8,0 13,8 40 40 11,2 13,8 40 40
FHB II-A S M10x75 C 75 120 15,0 11,1 13,8 40 40 12,0 13,8 40 40
FHB II-A S M12x75 C 75 120 30,0 11,1 19,3 40 40 15,6 19,3 40 40
FHB II-A S M16x95 C 95 150 50,0 15,9 31,7 50 50 22,3 35,8 50 50
FHB II-A S M20x170 C 170 240 100,0 38,0 55,9 80 80 53,3 55,9 80 80
FHB II-A S M24x170 C 170 240 100,0 38,0 76,0 80 80 53,3 80,6 80 80

Highbond anchor FHB II C
Highest permissible loads for a single anchor1)▪5)▪6)▪in▪concrete▪C20/254)

For▪the▪design▪the▪complete▪approval▪ETA▪-▪05/0164▪has▪to▪be▪considered.

1) The partial safety factors for material resistance as regulated in the approval as well as a partial 
safety factor for load actions of γL = 1,4 are considered. As an single anchor counts e.g. an an-
chor with a spacing s ≥ 3 x hef and an edge distance c ≥ 1,5 x hef. Accurate data see approval.

2) Minimum possible axial spacings resp. edge distance while reducing the permissible load.
3) For combinations of tensile loads, shear loads, bending moments as well as reduced edge 

distances or spacings (anchor groups) see approval.

4) For higher concrete strength classes up to C50/60 higher permissible loads may be possible.
5) Valid for injection mortar FIS HB. For using the glass capsule FHP II-P or FHP II-PF see approval.
6) The given loads are valid for fixations in dry and humid concrete for temperatures in the substrate 

up to +50°C (resp. short term up to 80°C) and best possible drillhole cleaning according approval.
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Highbond anchor FHB II-A S


